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YR RE HAHE () HAHE (AF) IREWDrS
JBRE (230° C/2.16 kg) 7.3 g/10 min 7.3 g/10 min ASTM D1238
BE 0.900 g/cm?3 0.900 g/cm?3 ExxonMobil
Method
LA RE BAKIE (RH)) HAKE (BF) M T7 5%
FEREARSRE (2.0 in/min (51 mm/min)) 3720 psi 25.6 MPa ASTM D638
BBRRKZ (2.0 in/min (51 mm/min)) 13 % 13 % ASTM D638
THEE - 1% EE
0.051 in/min (1.3 mm/min) 130000 psi 896 MPa ASTM D790A
0.51 in/min (13 mm/min) 153000 psi 1050 MPa ASTM D790B
TP RE HAHE () HAHE (AF]) M5 5%E
BEERHOMPEHIRE (73° F (23° C)) 0.96 ft - Ibfin 51 J/m ASTM D256A
el HAHE () HAKE (2F) MR 5%
DTUL (66 psi) - KB X 162 ° F 721 ° C ASTM D648
EEF R
REKRRHEZHNTPEAT, AR, BREAFRER, TEHEEAESEASETUEARHTNER. ELFHE, BEATZLENERA
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