ExxonMobil™ LLDPE LL 1001BU
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ExxonMobil™ LL 1001BU resin offers excellent drawdown and puncture resistance combined with high gloss and clarity. It is frequently used
as a blend partner with LDPE resins to improve film properties and processability. TnPP is not intentionally added to LL 1001BU resin.
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HAHE ()
0.918 g/cm3
1.0 g/10 min
252 ° F

HAME (HH)
208 ° F

HAHE ()
1300 psi
1400 psi
6300 psi
3800 psi
510 %
690 %
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BARE (AH) M= 7574
0.918 g/cm3 ASTM D792
1.0 g/10 min ASTM D1238
122 ° C ExxonMobil
Method
HAWE (2F) M= 5 7%
980 ° C ExxonMobil
Method
BAKE (AF) M= 7574
9.3 MPa ASTM D882
9.7 MPa ASTM D882
44 MPa ASTM D882
26 MPa ASTM D882
510 % ASTM D882
690 % ASTM D882
170 MPa ASTM D882
190 MPa ASTM D882
80 g ASTM D1709A
100 g ASTM D1922
450 g ASTM D1922
26 N ExxonMobil
Method
1.1 J ExxonMobil
Method
HAWE (2F) M= 7555
53 ASTM D2457
13 % ASTM D1003
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ExxonMobil™ LLDPE LL 1001BU

HNT 5 EA
Film (1.0 mil/25.4 micron) made on a 2.5 inch (63.5 mm) blown film line with a 2.5:1 blow-up ratio, a melt temperature of 395-415° F
(202-213° C), a 60 mil (1.52 mm) die gap at a rate of 10 Ibs/hr/in die circumference (1.79 kg/hr/cm).
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